
 

 

 

           
Grade  EnDura® V91A 
Description FKM fluoroelastomer 
Dimensions 62.87mm internal diameter x 5.33mm cross section 
Test Criteria ISO 23936-2 2012 Annex B 

 

Test Conditions 
Temperature 100°C  ±2°C 
Pressure 150 bar  (15 MPa) 
Gas 90:10 CH4/CO2  
Cycles 8 
Compression of O-ring 18% 
Gland fill 73% 
Soak period Alternating 8h and 16h (Initial soak period 68h) 
Depressurisation rate 20 bar min-1   (2 MPa) 
Dwell time at ambient pressure 1 hour 

 

Results 

Condition NORSOK Rating Comments 
No surface damage  0000 Acceptable 
No surface damage  0000 Acceptable 
No surface damage  1100 Acceptable 
No surface damage  3000 Acceptable 
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