
 
 

 
 

 

 

N : CET0107379_PV_Final 03_a Date : 8 January 2015 

Attention to : Monsieur Mehdi BOULIFA 
PRECISION POLYMER ENGINEERING LTD 

Greenbank Road 

BLACKBURN BB1 3EA - ENGLAND 

Reference of request : order POR0028448 dated the 17/04/2014 

Specimen supplied by customer : 5 O-rings V91K 

 
1. Aim and definition of test :  

These tests, performed at the CETIM Sealing Technology Department of Nantes in May 
2014, aim at testing the elastomer seal resistance to rapid gas decompression or explosion 
decompression. The procedure is TOTAL General Specification GS EP PVV 142 Rev 8 
concerning O-rings used in industrial valve. 

2. Component tested : 

Elastomer Material : 
• Manufacturer : PPE 
• Reference : V91K  Production unit Location : 
• Batch number : --- • Town : Blackburn 
• Production period : 15/05/2014 • Country : England 

O-ring nominal dimensions : 
• Cross- section : 6,99 mm • Internal diameter : 113,67 mm 

3.Test conditions : 

• Fluid : 80 % CH4, 20 % CO2 • Pressure : 190 bar  2 bar 

• Temperature : 75°C  2 °C • Number of decompression : 5 
• Decompression rate : 190 to 0 bar in 90 s (linear decompression) 
• Soaking times : 72 h and 4 times 48 h • Dwell time : 1 h 
• Nominal groove fill : 73 % • Nominal axial compression : 13.7 % 
• Actual groove fill : 70.4 % • Actual axial compression : 10.9 % 

4. Test result :  
• No visible crack on the external surface of three O-rings tested simultaneously. 
• One burst blister on the external surface of one O-ring  
• The maximum Norsok rating (M710 rev. 02/10/01) is 1000. 

5. Conclusion :  
This material fulfils the acceptance criterion of the GS EP PVV 142 Rev. 8. All the results 
and procedure detail are given in the test report number CET0107379_PV_Final 01_a. 
 
 
 

In charge of test 
Steven PASQUEREAU 

Project Engineer 
Emmanuel SAUGER 

This document is a test report and does not constitute a certificate of conformity (Articles L115-27 to L115-33 of the Code of the Consumption). 
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